2.4L.22
Brown

Coulour Material consumption for 12 mm joint 63 pieces/m2
Brown Exposure class (environmental class) MX 3.2

Gross density 1800 kg/m3
Type Water-absorption (1 min.), mean value 2 kg/m2
Slopmoulded

Tolerance water-absorption (1 min.), mean value () 1%
Prod. No. Compressive strength, bed surface normalised, mean value Min. 16 Mpa (N/mm2)
2422A00M Compressive strength, bed surface, mean value Min. 22 Mpa (N/mm?2)
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The colors of the bricks are reproduced as lifelike as possible, but since it is not technically possible to
reproduce the accurate color, a final color selection should be based on brick samples or references.
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